ﬁﬁu W Date of Issue : Dec., 24,2014
Surface Finish : Dull

et

Sl 51 .. | 3{ i /! i Certificate No. ; 141223-FK01PS-00002-0002
mgwm&_ 1910 , Mill Test Certificate

Order Na, ; 0151388236 PO No: 0151388236 .
Supplier . DAE WOO INTERNATIONAL CORP. , Commedity : TITANIUM CR SHEET '
Customer : Spec & Type : ASTM-B265 GRADEZ
Tensile Test Chemical Composition (%)
Weil z % ¥Sozi 7S EL e _.w_,mmmﬂ_ 2
Slze  : ProductNo, | Quantity | (8" | HeatNo. | % () (%) ow & s M P s Ti H Noo Fe
i : i 1 [ 3 =
{ i RV {epm)” {spm}  (ppm)
0.8%12005438 | CIDDOTZ5AM a4 1521 [ SRégian | T B8 441 @8 172.8 Good L1 0.0120 0010 0010 00100 0.0100 Halance - 3.0 55 ~ g80  0,0500 w,\wﬁ ]
i J ! i P 16.0
“*1 Sub Total (080) ™ 144 | 1,521 {kaf
0.6x1200x3046 | QDDO726AZ 195 0 1782 4 skeor20 | T| s1a 441 28 172.8 Good L {00120 0010 0010 00100 00100 Balance 3.0 56 080  0.0500 _u .N.W.ﬂ m
‘ H P 16,0 .
*** Sub Tota) (040) ** i 1350 11,782 (k) W
1,0x1200x2438 M.oomamw?» 131 P 4,720 | Skso1a4 | T |) 365 479 25 1714 | Good L' 0,0100 00100010 00100 00100 Balance 10.0 50 (1020  0.0700 UIGM. ~
i i ; P 28.0 g
*** Sub Total (050) *** Eoom 14,729 (k) , :
1.0y4200%3048 Moomaﬁé £o 106 - 4749 poskspine | T 385 (479, 25 i 17id | Gosu L | dotco 0090 0010 00100 0.0100 Balance 10.0 50 1020 0.0700 J ._wm
H ‘ H P 28.0
*** Sub Total (05i0) *** 1060 1,749 (ko) ;
5167 1 6,781 (kg} i i
663~ | 9,064 (kg
; i s=slost ftemess
* Position - T : Top, M : Middle, B Boltom We hereby certify that the material herein has been maderin agcordance with the order arid abave speclfication,

* Tensile Tesl. Direction : Transversal, Gauge Length :.50mm({Reclangular),
YP Method : 0.2% off-set ,

* Bend Tesl - Direclion : Transversal, Angle ; 180"

* Division - L. Ladla Analysis, P : Producls Analysis

This Mill Test Cerlificate cannol be copied for any purpose.
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