Manufacturers Mechanical

EN10204 3.1 JEEAUFEH

P N

Mill Certificate EN'10204 3.1 QUALITY CERTIFICATE %
45448 (Certificate No.): 20131218D8
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Contract No. | Commodity Unummnnmo: Ne. Lot No. Heat No. Condition Size (mm) Quastity (pc) Net Weight Specification Case No.
Titanium Dia0.3125" x ASTM B348Gr2
5447 : Grade 2 T502-1-1321 Annealed 394 277.0kg #37
Bars Length 2500 - 3600mm Rev.2010
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% i | The ultrasonic inspection was done as per AMS2631B Class A.
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