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Test Certificate

Cart/ Ne.: ST (2J- 2016 01-019-01

liwoice nNe.; OIC-20 15-12-248
Date; 20-Jan-16

EN 10204 3.1 & inc}.

Specification: ASTM B265-13a Gr.5 S | commodity: Titanium Sheets
Caise %i6,. ] Dimension (mm) Gty (pesy ] Qty (kgs) " | Heat No. Lot No. | Condition
16-1 7 9 0 el v RN 08" 13 } 4 %3 00 15328 | )18-258 Annealed

Chemical Composition %

) Fe |-/C N H o Al \'% Titanium Residual
Requirament : ? =7
<0401 <0.08| <0.05 £0.015] <0.20/5.5 - 8.7 3.5 ~4.5] Remainder|Each <0.10|Total =0.40
Analysls | 0084 IC’.\} i6 ) 2.005 {0.0120 | 013 5.93 J 397 | Remainder!.” = 0.10 =0.40
Mechanical Propeitics
ey — : o
Sap o . Tensile Sirerigtit Vield Susngin, 2 | Elongation
‘fﬁ_ " “}"" Requirement " | (Mpa) (Mpa) (%)
| Min. 895 Min. 8283 Min.10
| Analysis ! .
' i o7
NG ¢ { (Longitudinai) | a5 : o~ 0,
1 20 g o D I
L Mnalysis [ -
| 1m0ea
; {Transversa) | 104Q i 0 ] 13
Jsnd Test ; Dimer:sion Inspection o Visual inspection
Acceptable ! Acceptabie Acceptable

As an i50 3001 and PEDITIZHED sy =diled company, we hereby cedtify ihat the above meniloned materials have been manufacturad, test and
inspecied s iy actarlence 0h he feinsof the coniract and the specification,
Any auestion conendidng qualily and iy, plesse coniact willt us vithin 10 dayp fter ieceln ©f the cangos:
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