
SHANGHAI LANSHENG GUOTAi IMP. & EXP. CO. , LTD

iNSPECTION CERTIFICAÎE

Customer Contract No. 4692 Product Description Titanium Sheet Certificate No.
SHLS-201l-09-

00008

Purchaser Date 2011-8-r6 Date Of Delivery 20'n-9-22 Standard ASTM 8265

No. Box No. Grade HeatNo.

Size ( mm)

Piece
Nl{

Condition

Chemical Composition(%)

Thick width Lengtt
Ti Fe o C N H

Ke % o/o % o/o % %

I tt-9-14 GR2 1l-T-08024 0.635 914.4 2438 42 256 M balance 0.034 0.1 58 0.037 0.021 0. 0014

2 ll-9-14 GR2 I l-T-080054 0.635 914.4 2438 8 53 M balance 0.031 0.072 0.0t2 0.009 0.0013

No.
Test sample

Heat No.

Mechanica Propert ies

Surface Qual i ty S i gna ture

Remarks,
Any question concerning quality
,please contact with us within 7

days after receive the cargo.

Yield
S t reng th

Mna

Tens i le
S t reng th

Mn¡

Elongation
l¡/Yn

Bend Test
oo

C I 1-T-08024 295 385 32 QuaI ified Qual ified

ffi*@
2 I 1-T-080054 295 365 34 Qual i fi ed Qual i fied

We hereby certiô/ that the material herein has been made in accordance with the order and specification.

JHANCHAI LANSHENG GUOTAI IMP. & EXP. CO., LTD

P.C.: 200080 leI :86-O21-
33241 r33

Verifier: Date: SEp.zz.z}ll.


