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Miit Certificate EN10204 3.1 QUALITY CERTIFICATE g
HEA448 % (Certificate No,)s. 20160429D6
& B Bl ek I it & ] 5 R & R B (pc) | BE (kg) EATRE i
Contract No. | Comumodity | Designation No, Lot Ne. Heat No. Condition Size (mm) Quantity (pe) Net Weight Specification Case No.
Titanium Dia 0.875” x ASTM B348 Gr.2
6125 Grade 2 TY1603-502078 Annealed 272 1485.0 kg #27 - #31
Bats Length 2500 - 3600mm Rev.2013
9oz P =
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3 510 385 3.6 59
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= Dimensional Visual Ulfrasonic
Gthers Inspection Inspection Inspection Macrostructore | Microstructure Hydeaulio Flattening Flaring Fairing
Acceptable Acceptable Acceptable

i e % W B Chemical  Composition (%)
Location Ti , Fe C N H O | HEFTR (others)

Top # Remainder 0.099 | 0019 0.008 | 0.002* | 0.16 | B4 (Each)<0.!
Bottom # Remainder 0.082 0.021 | 0.013 | 0.002% G18 | BA (Total)<s 04
% E The ultrasonic inspection was done as per AMS2631B Class A, #

Note * Htested on final diameter,
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