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iE Rentainder 0.02171 0.105* | 0.005% { 0.003* | 0.011% " <0.00) | A (Bach) < 0.05
B (Tota)) < 6.20
P Melt Source: Ningxia Orient Tantalum Industry Co.;-Ltd
) Material is Mercury Free.
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*C /N/.Q/ H/ Fe were tested at final diameter.
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