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Test Certificate

Cert. No: SJTY-2021-05-057-2

invoice No.: 0/C-2021-04-155

Customer:
PO No: Date: 27/May/21
EN 10204 3.1 & incl.
Specification: ASTM B265-20 Gr.5 Commodity: Titanium Sheets T
Case No. Dimension Qty (pes) |- Qty (kgs) Heat No. Lot No. Annealing Condition

21-5-149 0.125" x 36" x 96" 17 561.50

21-5-150 0.125" x 36" x 96" 21 694.50 066F-1108 2104-20 800°C, 1 hour, AC

21-5-151 0.125" x 36" x 96" | 21 694.00

Chemical Composition (%}
&Virement fFe C N H 0 AL v Titanium Other Elements
<0.40| <0.08| =0.05 <0.018 <0.20 55-6.75| 3.5-45 Remainder Each <0.10| Total <040
Analysis - Tap. | 0.097 0.010 | 0.007 0.0044 0.172 5.91 4.08 Remainder < 0,10 <. 0.40
Analysis - Bottom 0.116 | 0.010 | 0.006 0.0047 0.153 5.86 424 Remainder < 0.10 < 040
Mechanical Properties
Tensile Strength Yield Strength, 0.2% Elongation Bend Test
Ss(rjr;pele Requirement (Mpa) {Mpa) (%) 105°
Min. 895 Min. 828 Min. 10 5T
(chr‘";?t'ﬁ';al) 1036 948 13.5
21-5-11 Aysis Acceptable
(Transverse) 1036 1014 14.0
Reguirement Hardness Grain Size Dimension Inspection Visual Inspection
Results - — Acceptable Acceptable

Note: 1. Hydrogen - Products Analysls.

5 Ae'ah 150 9001, PED2014/68/EU and ASF100D accredited company. v hereby ertify that the 2bove mentioned materials hiave been manufactured, inspected. samplad and tested in fully
:zzmce With the requirsments of this specification and the contract and that the results of chemical analysis, tensile, sd oiher tests moat the rquiremants of this speciication for the grade

Any question concerning quallty and quantity, please contact with us within 10 days after receipt of the cargos.
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